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CHAPTER 6

SPECIFICATION PROVISIONS

6-1. General.

a.  The plans and specifications define the project in
detail and show how it is to be constructed.  They are the
basis of the contractor’s estimate and of the construction
contract itself.  The drawings show the physical
characteristics of the structure, and the specifications
cover the quality of materials, workmanship, and
technical requirements.  Together they form the guide
and standard of performance that will be required in the
construction of the project.  Once the contract is let, the
plans and specifications are binding on both the
Contracting Officer and the contractor and are changed
only by written agreement.  For this reason, it is essential
that the contractor and the Contracting Officer’s
representative anticipate and resolve differences that
may arise in interpreting the intent and requirements of
the specifications.  The ease with which this can be
accomplished will depend on the clarity of the
specifications and the background and experience of the
individuals concerned.  Understanding of requirements
and working coordination can be improved if unusual
requirements are brought to the attention of prospective
bidders and meetings for discussion are held prior to
construction.  Situations will undoubtedly arise that are
not covered by the specifications, or conditions may
occur that are different from those anticipated.  Close
cooperation is required between the contractor and the
inspection personnel in resolving situations of this nature;
if necessary, to be fair to both parties a change order
should be issued.

b.  Preparation of contract specifications is easier if
an outline of general requirements is available to the
specification writer.  However, it would be virtually
impossible to prepare a guide specification that
anticipates all problems that may occur on all projects.
Therefore, contract specifications must be written to
satisfy the specific requirement of each project.  Some
alternate specification requirements that might be
considered for some projects are discussed below.
6-2. Excavation.  The section of the specifications
dealing with excavation contains information on
drainage, shoring and bracing, removal and stockpiling,
and other items, and refers to the plans for grade
requirements and slope lines to be followed in excavating
overburden soils and rock.

a.  Drainage.  For some projects the specifications

will require the contractor to submit a plan of his
excavation operations to the Contracting Officer for
review.  The plans and specifications will require that the
excavation and subsequent construction and backfill be
carried out in the dry.  To meet this requirement, a
dewatering system based on the results of groundwater
studies may be included in the plans.  Also, for some
projects the specifications may require the contractor to
submit his plan for controlling groundwater conditions.
The specifications should likewise indicate the possibility
of groundwater conditions being different from those
shown in the subsurface investigation report due to
seasonal or unusual variations or insufficient information,
since the contractor will be held responsible for
controlling the groundwater flow into the excavation
regardless of the amount.  To this end, the specifications
should provide for requiring the contractor to submit a
revised dewatering plan for review where the original
dewatering plan is found to be inadequate.

b.  Shoring and bracing.  The specifications either
will require the contractor to submit for review his plans
for the shoring and bracing required for excavation or will
specify shoring and bracing required by subsurface and
groundwater conditions and details of the lines and
grades of the excavation.  In the latter case, the
contractor may be given the option to submit alternate
plans for shoring and bracing for review by the
Contracting Officer.  The plans will present the
necessary information for the design of such a system if
the contractor is allowed this option.

c.  Stockpiling.  Provisions for stockpiling materials
from required excavation according to type of backfill
may or may not be included in the specifications.
Generally, procedures for stockpiling are left to the
discretion of the contractor, and a thorough study should
be made to substantiate the need for stockpiling before
such procedures -are specified.  There are several
conditions under which inclusion of stockpiling
procedures in the specifications would be desirable and
justified.  Two such conditions are discussed in the
following paragraphs.

(1) Under certain conditions, such as those that
existed in the early stages of missile base construction
where time was an important factor, it may be necessary
or desirable to award contracts for the work in phases.
As a result, one contractor may do the excavating

6-1



TM 5-818-4/AFM 88-5, Chap.  5

and another place the backfill.  It is probable that the
excavation contractor will have little or no interest in
stockpiling the excavated materials in a manner conducive
to good backfilling procedures.  When such a situation can
be foreseen, the specifications should set forth stockpiling
procedures.  The justification for such requirements would
be economy and optimum use of materials available from
required excavation as backfill.

(2) The specifications will contain provisions for
removing, segregating, and stockpiling or disposing of
material from the excavation and will refer to the plans for
locations of the stockpiles.  The subsoil conditions and
engineering characteristics requirements may state that the
specifications must be quite definite concerning segregation
and stockpiling procedures so that the excavated materials
can be used most advantageously in the backfill.  The
specification may require that water be added to the
material or the material be aerated as it is stockpiled to
approximate optimum water content, that the stockpile be
shaped to drain and be sealed from accumulation of excess
water, and that the end dumping of material on the stockpile
be prohibited to prevent segregation of material size or type
along the length of the stockpile.

(3) An alternative to this latter action would be to specify
the various classes of backfill required and leave the
procedure for stockpiling the materials by type to the
discretion of the contractor.  In this case, the contractor
should be required to submit a detailed plan for excavating
and stockpiling the material.  The plan should indicate the
location of stockpiles for various classes of backfill so that
the material can be tested for compliance with the
specifications.  The contractor may elect to obtain backfill
material from borrow or commercial sources rather than to
separate and process excavated materials.  Then the
specifications should require that stockpiles of the various
classes of needed backfill be established at the construction
site in sufficient quantity and far enough in advance of their
use to allow for the necessary testing for approval unless
conditions are such that approval of the supplier’s stockpile
or borrow source can be given.
6-3. Foundation preparation.  The provisions for
preparation for structures will generally not be grouped
together in the specifications but will appear throughout the
earthwork section of the specifications under paragraphs on
excavation, protection of foundation materials, backfill
construction, and concrete placement.  When a structure is
to be founded on rock, the specifications will require that the
rock be firm, unshattered by blasting operations, and not
deteriorated from exposure to the weather.  The contractor
will be required to remove shattered or weathered rock and
to fill the space with concrete.

a.  Specifications for structures founded on soil
require the removal of all loose material and all
unsuitable material, such as organic clay or silt, below
the foundation grade.  When doubt exists as to the
suitability of the foundation materials, a soils engineer
should inspect the area and his recommendations should
be followed.  When removal of rock material below the
planned foundation level is required, the overexcavation
will usually require filling with concrete.  The
specifications also require dewatering to the extent that
no backfill or structural foundation is placed in the wet.

b.  Specifications for preparation of the soil
foundation to receive backfill require removing all debris
and foreign matter, making the area generally level, and
scarifying, moistening, and compacting the foundation to
a specified depth, generally 12 inches.  Specific
provisions may or may not be given with respect to
leveling procedures.

6-4. Backfill operations.  The specifications define
the type or types of material to be used for backfill
construction and provide specific instructions as to where
these materials will be used in the backfill.  The
percentage of CE 55 maximum dry density to be
obtained, determined by a designated standard
laboratory compaction procedure, will be specified for the
various zones of backfill.  The maximum loose-lift
thickness for placement will also be specified.  Because
of the shape of the compaction curve (see discussion of
compaction characteristics in Section B-1, app.  B), the
degree of compaction specified can be achieved only
within a certain range of water contents for a particular
compaction effort.  Though not generally specified in
military construction, the range of water contents is an
important factor affecting compaction.

a.  The specifications sometimes stipulate the
characteristics and general type of compaction
equipment to be used for each of the various types of
backfill.  Sheepsfoot or rubber-tired rollers, rammer or
impact compactors, or other suitable equipment are
specified for fine-grained, plastic materials.
Noncohesive, freedraining materials are specified to be
compacted by saturating the material and operating
crawler-type tractor, surface or internal vibrators,
vibratory compactors, or other similar suitable equipment.
The specifications generally will prohibit the use of rock
or rock-soil mixtures as backfill in this type of
construction.  However, when the use of backfill
containing rock is permitted, the maximum size of the
rock is given in the specifications along with maximum lift
thickness, loading, hauling, dumping, and spreading
procedures, type of compaction equipment, and method
of equipment operation.  The specifications should
prohibit the use of rock or rock-soil mixtures as backfill in
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areas where heavy equipment cannot operate.  Rock-soil
mixtures having greater than 8 to 10 percent binder
should be prohibited in all areas.  In the case of backfill
containing rock, the density is not generally specified.
Obtaining adequate density is usually achieved by
specifying the compaction procedures.  The
specifications may require that these procedures be
developed in field test sections.

b. Specifications may also require specific
equipment and procedures to ensure adequate bedding
for round-bottom structures such as tunnels, culverts,
conduits, and tanks.  Procedures normally specified for
placement of bedding for these types of structures are
discussed in paragraph 5-1c (2).

c. The specifications will state when backfill may
be placed against permanent concrete construction with
respect to the time after completion; this time period is
usually from 7 to 14 days.  To provide adequate
protection of the structures during backfill construction,
the specifications require that the backfill be built up
symmetrically on all sides and that the area of operation
of heavy equipment adjacent to a structure be limited.
Also, the minimum thickness of compacted materials to
be placed over the structures by small compaction

equipment, such as vibratory plate or rammer type, will
be specified before heavy equipment is allowed to
operate over the structure.  The specifications require
that the surface of the backfill be sloped to drain at all
times when necessary to prevent ponding of water on the
fill.  The specifications also provide for groundwater
control, so that all compacted backfill will be constructed
in the dry.  Where select, free-draining, cohesionless
soils of high permeability are required in areas where
compaction is critical, the specifications list gradation
requirements.  Gradation requirements are also specified
for materials used for drains and filters.

d. Unusually severe specification requirements
may be necessary for backfill operations in confined
areas.  The requirements may include strict backfill
material type limitation, placement procedures, and
compaction equipment.

e. It is not the policy of the Government to inform
the contractor of ways to accomplish the necessary
protection from freezing temperatures.  However, to
ensure that adequate protection is provided, it may be
necessary to specify that the contractor submit detailed
plans for approval for such protection.
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